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========================================================================================
==============SAMPLE NAME SUBMITTED BY THE APPLICANT : BODAQ PLATE

========================================================================================
==============TEST CONDUCTED : As requested by the applicant, for details please see attached page(s). 

========================================================================================
==============
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01. HEAVY METAL'S CONTENT : mg/kg

TEST RESULT
ITEMS

#1
TEST METHOD

DETECTION 
LIMIT

CADMIUM (Cd) NOT DETECTED 30

LEAD (Pb) NOT DETECTED 60

MERCURY (Hg) NOT DETECTED 45

CHROMIUM VI (Cr VI) NOT DETECTED

NATIONAL INSTITUTE OF 
ENVIRONMENTAL RESEARCH 

NOTICE NO.2020-
45(2020.10.20)

45

NOTE) NOT DETECTED = LESS THAN DETECTION LIMIT

      THE TEST WAS CONDUCTED AFTER REMOVING THE RELEASE PAPER BY THE CLIENT'S REQUEST.

02. PBBs(POLYBROMINATED BIPHENYLS) CONTENT : mg/kg

TEST RESULT
ITEMS

#1
TEST METHOD

DETECTION 
LIMIT

MONOBROMOBIPHENYL LESS THAN 5

DIBROMOBIPHENYL LESS THAN 5

TRIBROMOBIPHENYL LESS THAN 5

TETRABROMOBIPHENYL LESS THAN 5

PENTABROMOBIPHENYL LESS THAN 5

HEXABROMOBIPHENYL LESS THAN 5

HEPTABROMOBIPHENYL LESS THAN 5

OCTABROMOBIPHENYL LESS THAN 5

NONABROMOBIPHENYL LESS THAN 5

DECABROMOBIPHENYL LESS THAN 5

IEC 62321-6 : 2015 5

NOTE) THE TEST WAS CONDUCTED AFTER REMOVING THE RELEASE PAPER BY THE CLIENT'S REQUEST.
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03. PBDEs(POLYBROMINATED DIPHENYL ETHERS) CONTENT : mg/kg

TEST RESULT
ITEMS

#1
TEST METHOD

DETECTION 
LIMIT

MONOBROMODIPHENYL ETHER LESS THAN 5

DIBROMODIPHENYL ETHER LESS THAN 5

TRIBROMODIPHENYL ETHER LESS THAN 5

TETRABROMODIPHENYL ETHER LESS THAN 5

PENTABROMODIPHENYL ETHER LESS THAN 5

HEXABROMODIPHENYL ETHER LESS THAN 5

HEPTABROMODIPHENYL ETHER LESS THAN 5

OCTABROMODIPHENYL ETHER LESS THAN 5

NONABROMODIPHENYL ETHER LESS THAN 5

DECABROMODIPHENYL ETHER LESS THAN 5

IEC 62321-6 : 2015 5

NOTE) THE TEST WAS CONDUCTED AFTER REMOVING THE RELEASE PAPER BY THE CLIENT'S REQUEST.

** End of The Report **

- SAMPLE PHOTO-


